Problem 401

Determine the minimal cross section of the bar in the figure if the safety factor against !
the limit state of elasticity should not be less than 2. The stress concentration factor in ész
the notch is a = 2. o i
Moreover, determine the elongation of the bar. :
Input values: i
a=200mm, F,—=10°N, E—=2.10°MPa, <y 1S
b=300mm, F,=2-10*N, ox = 300MPa, ol Y| B
S1/Ss =1/2. P
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